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FOREWORD 

This r e p o r t  descr ibes  t h e  progress  made i n  August 1963 on work 

performed i n  t h e  Research Division of National Research Corpo- 

r a t i o n  under Contract No. NASw-734 f o r  t h e  Nat ional  Aeronautics 

and Space Administration. 

The gene ra l  o b j e c t  of t h e  work is t o  o b t a i n  a d d i t i o n a l  i n -  

formation as t o  t h e  condi t ions  under which metals and a l l o y s  of 

engineer ing importance f o r  space app l i ca t ions  w i l l  adhere t o  one 

another  wi th  s u f f i c i e n t  t e n a c i t y  t o  hinder  t h e  re la t ive motion o r  

subsequent s epa ra t ion  of components of mechanical and e lectr ical  

devices  , used i n  space explora t ion .  

so lenoids ,  valves, s l i p  r i n g s ,  mating f l anges ,  con ica l  rendezvous 

mating s u r f a c e s  and similar components. 

Such devices  inc lude  bear ings , 
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ABSTRACT 

During August fou r  more p a i r s  of s o f t  copper specimens and 

four  more p a i r s  of s o f t  1018 s teel  specimen were t e s t e d  i n  vacuum. 

Three s teel  p a i r s  and two of  t h e  copper p a i r s  were thoroughly w i r e  

brushed below 2.5 x 10'' t o r r  and pushed toge the r  w i t h i n  30 seconds 

a f te r  brushing. 

mately .005 inches deformation on each sample were employed. 

copper p a i r  remained a p a r t  70 seconds a f te r  brushing and one w a s  

no t  brushed. 

A s  i n  t h e  previous tests (see Table 1 of J u l y  r e p o r t )  cohesion oc- 

cu r red  between t h e  w i r e  brushed copper samples only.  However, t h e  

cohesive f o r c e s  were about three times g r e a t e r  than  i n  t h e  pre-  

v ious  tests; 

a s c r i b e d  t o  two more thorough wire brushings.  

Compressive stresses s u f f i c i e n t  t o  cause approxi- 

One 

One s tee l  p a i r  w a s  he ld  i n  compression f o r  11 minutes.  

* t h e  l a r g e s t  fo rce  measured being 120 l b s .  This  w a s  

The remainder of t h e  month was spent  i n  experimenting wi th  

Minor changes i n  design and t h e  procurement of a t h e  ion  guns. 

new high vo l t age  power supply appear t o  be necessary.  

* 
Surface area .064 sq . in .  
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COHESION EXPERIIMENTS WITH WIRE-BRUSH CLEANING 

Eight s o f t  copper specimens and e i g h t  s o f t  1018 steel  specimens 

were pol i shed  on 000 a l o x i t e  abras ive  paper as usua l .  

s o f t  copper specimen p a i r s  and four  1018 specimen p a i r s  i n  p l ace  t h e  

apparatus  w a s  pumped down and baked out  a t  282OC. 

pressure  (4.4 x t o r r )  occurred a t  225OC. F ina l  p re s su re  a t  

282°C w a s  1 .5  x 

1 .0  x 10‘’ t o r r .  

brushed and pushed toge the r  u n t i l  it deformed about .010 inches 

(.005 inches on each s i d e ) .  

ge the r  without  w i r e  brushing and one p a i r  w a s  al lowed t o  s t a n d  f o r  

10 minutes a t  1.4 x lo” t o r r  a f t e r  w i r e  brushing before  being pushed 

toge ther .  

The r e s u l t s  and exact  condi t ions  of t h e  tests are recorded i n  Table I. 

With fou r  

The maximum 

t o r r .  F ina l  pressure  a t  room temperature w a s  

Each p a i r  of specimens (except one) w a s  then  w i r e  

One of t h e  copper p a i r s  w a s  pushed t o -  

One steel  p a i r  w a s  he ld  i n  compression f o r  11 minutes.  

All of t h e  s o f t  copper specimens except t h e  one not  w i r e  

brushed s t u c k  toge the r  wi th  measurable f o r c e ,  bu t  none of t h e  s tee l  

specimens s tuck  toge the r  with measurable force .  
* sive f o r c e  obta ined  w a s  120 l b s .  which r ep resen t s  a cohesion co- 

e f f i c i e n t  of 120/2000 o r  0.06. 

i n t e n t i o n a l l y  l e f t  a p a r t  f o r  10 minutes a t  1.4 x lo” t o r r .  

ever, t h i s  r ep resen t s  an exposure o f  only 1 . 4  x torr /min.  

which i s  s u f f i c i e n t  f o r  only a small f r a c t i o n  of a monolayer t o  

form. 

of  t h e  s t u c k  copper p a i r  was t h e  same. 

thoroughness of  t h e  brushing was about t h e  same i n  each case. 

t es t  number 3 and from a previous similar tes t ,  t h e  brushing i s  

The l a r g e s t  cohe- 

In  t h i s  tes t  t h e  specimens were 

How- 

Therefore,  it w a s  assumed t h a t  t h e  c l e a n l i n e s s  of a l l  t h r e e  

It is  also bel ieved  t h a t  t h e  

From 

Surface area ,064 sq. i n .  hi 
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known t o  be e f f e c t i v e  e i the r  because of t h e  roughing e f f e c t  o r  t h e  

c leaning  e f f ec t  o r  both,  and it i s  be l i eved  t h a t  t h e  thoroughness 

of t h e  brushing was about t he  same f o r  a l l  t h e  specimens i n  t h i s  

run.  Therefore ,  i.t is concluded t h a t  t h e  observed d i f f e r e n c e s  i n  

cohesive f o r c e  (60,100 and 120 l b s . )  ref lect  d i f f e r e n c e s  i n  t h e  

a p p l i e d  stress (51,700, 55,550 and 63,200 p s i )  and deformation 

(8 ,6 ,  9 . 2  and 1 1 . 7  m i l s ) .  The specimen no t  w i r e  brushed gave ze ro  

cohesion even though t h e  s t r e s s  was 11,800 p s i  and t h e  deformation 

w a s  11.8 m i l s ,  The f a c t  t h a t  t he  s t e e l  d i d  n o t  bond even i n  11 

minutes after 9 1 m i l s  t o t a l  deformation i n d i c a t e s  t h a t  e i t h e r  

hardness o r  degree of roughening o r  both i s  indeed an important 

f a c t o r .  The brushing causes  less z~:ghcctrig af t k  a i e e i  than  of 

t h e  copper. 

* 

ION GUN EXPERIMENTS 

The ion  guns descr ibed  i n  ear l ie r  r e p o r t s  were then assembled, 

mounted and pumped down and var ious  D-C vo l t ages  app l i ed  t o  t h e  

elements whi le  vary ing  t h e  pressure  o f  xenon. P l a t e s  coa ted  wi th  

a phosphor and grounded through a microammeter were used as t a r g e t s  

i n s t e a d  of specimens. 

The major problem wi th  t h e  ion guns has been t h e  maintenance 

o f  a s u f f i c i e n t  i on  c u r r e n t  between t h e  o r i f i c e  p l a t e  and t h e  gas  

i n l e t  cone t o  f u r n i s h  t h e  requi red  r e s e r v o i r  of p o s i t i v e  ions .  

The xenon i n l e t  p re s su re  w a s  va r i ed  from 25 microns t o  300 microns,  

corresponding t o  5 x t o r r  and 9 x torr vacuum chamber 

* 
Surface  a r e a  .064 s q . i n .  
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pres su re .  (The gas pressure  a t t enua t ion  f a c t o r  a t  o r i f i c e  i s  about 

3000.) 

it determines t h e  f i n a l  ion  v e l o c i t y  and higher  vol tages  are re- 

por ted  t o  cause xenon occlusion.  A t  f i r s t ,  discharge occurred 

through t h e  e x t e r n a l  g l a s s  tubing t o  t h e  metering va lves .  Af te r  

t h e s e  were i n s u l a t e d  4 0 0 p a  was obtained i n  t h e  r e s e r v o i r  a t  160 t o  

190 microns Hg xenon pressure  using 500 v o l t s  D-C. 

i o n  e x t r a c t o r s ,  only .4 x 10 -lo amps ion  c u r r e n t  w a s  thus  obtained.  

A t  3 kv a small nega t ive  cu r ren t  was obtained a t  t h e  t a r g e t  and a t  

5 kv an e r ra t ic  discharge occurred. 

e i t h e r  t h e  o r i f i c e  p l a t e  of t h e  i n l e t  cone doubled t h e  ion  c u r r e n t  

i n  t h e  r e s e r v o i r  bu t  i n t e r f e r e d  w i t h  t h e  microammeter reading t o  

t h e  t a r g e t .  

The o r i f i c e  p la te  was kept a t  +200 v o l t s  above ground, s i n c e  

With 2 kv on t h e  

Applicat ion of a Tesla c o i l  t o  

The following measures a r e  being taken i n  an e f f o r t  t o  e s t ab -  

The magnets were removed from one gun (two are l i s h  an ion  beam. 

being t e s t e d )  i n  order  t o  s implify i n t e r n a l  i n s u l a t i o n  problems 

and reduce t h e  apparent r e s i s t a n c e  of t he  gas i n  f r o n t  of t h e  o r i -  

f i c e  p l a t e .  

h e a t e r  i n s i d e  t h e  i n l e t  cone near t h e  o r i f i c e .  An RF o s c i l l a t o r  

(150 w a t t  a t  27  mc) w a s  obtained t o  assist  i n  genera t ing  ions  and 

a h igher  vo l t age  supply ordered f o r  t h e  ion e x t r a c t o r .  

of t h e s e  changes have not  ye t  been evaluated.  

The o the r  gun w a s  f i t t e d  wi th  a tungsten f i lament  

The r e s u l t s  
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PLANS 

It is assumed t h a t  t h e  ion  guns w i l l  be operable  i n  a s h o r t  

time and t h a t  t h e  four  s o f t  copper and fou r  s o f t  s teel  p a i r s  can 

be run as planned t o  compare ion bombardment wi th  wire brushing. 

However, i n  t h e  event t h a t  t h e  guns 'cannot be made t o  opera te  i n  

t h e  s h o r t  t i m e  remaining a l l  o f  t h e  tests involving s o f t  copper 

w i l l  be made by t h e  w i r e  brushing technique,  This  w i l l  r e q u i r e  

one run wi th  e i g h t  s o f t  copper specimens i n  one wheel and one of 

each of t h e  o t h e r  s i x  metals i n  t h e i r  s o f t  cond i t ion  i n  t h e  o the r  

w h e e l ,  

be p laced  i n  t h e  o t h e r  two s t a t i o n s .  

copper t e s t  i n  t h i s  run  w i l l  be w i r e  brushed i n  a i r  before  pumping 

down and w i l l  no t  be w i r e  brushed i n  vacuum. 

whether t h e  effect  of  w i r e  brushing i s  due t o  roughening o r  t o  

channing. Since it appears un l ike ly  t h a t  f l a t  faces of any of 

t h e  o t h e r  p a i r s  of harder  metals w i l l  adhere af ter  w i r e  brushing 

s i x t e e n  of t h e  remaining samples w i l l  be remachined t o  form 90" 

c ros sed  c h i s e l  edges. This w i l l  i nc rease  t h e  deformation tremendous- 

l y  f o r  a given load  and w i l l  a l s o  cause s l i d i n g  when one metal i s  

ha rde r  than  t h e  o the r s .  

w i r e  brushing and i n  a later program ion  bombardment, However, i f  

t h e  i o n  guns work i n  a s h o r t  time and cause s i g n i f i c a n t l y  more ad- 

hes ion  between f l a t  faces than  wire brushing t h e  p re sen t  specimen 

shape w i l l  be r e t a i n e d  and a l l  of  t h e  samples w i l l  be  t e s t e d  af ter  

i o n  bombardment. 

pa red  to t h e  prepara tory  work. 

One hard  copper specimen and one s o f t  copper specimen w i l l  

The s o f t  copper t o  s o f t  

This w i l l  determine 

These tests can then  be repea ted  using 

The a c t u a l  t e s t i n g  r e q u i r e s  a very s h o r t  t i m e  com- 


